
TYPICAL ANALYSIS

Typical Certificate of Analysis
Product: Activated Charcoal Powder (Coconut Shell) – USP Grade

Parameter Method Specification Typical Result

Adsorption power (phenazone) L-31 min 40.0 % 46.7 %

Moisture L-18 max 3.0 % 1.4 %

Sulphated ash L-57 max 5.0 % 0.9 %

Acid soluble substances L-54 max 3.0 % 1.5 %

Ethanol soluble substances L-60 max 0.50 % 0.13 %

Ethanol soluble (color change) L-60 Report Pass

Alkali soluble (color change) L-59 Report Pass

Fluorescent substances L-58 Report Pass

Alkalinity L-24 max 0.75 ml 0.65 ml

Sulphides (color change) L-55 Report Pass

TAMC Pharmacopoeia max 1000 CFU/g 100 CFU/g

TYMC Pharmacopoeia max 100 CFU/g 10 CFU/g

Median diameter (laser) L-03 8 – 15 µm 13 µm

Appearance EU Pharm Report Pass

Solubility EU Pharm Report Pass

Heating response EU Pharm Report Pass

Adsorption power EU Pharm Report Pass

Grade on the producer's certificate: USP. Producer certified to ISO 9001.

TYPICAL / representative analysis from a prior production lot. Not the lot in your bag.
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